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多孔有机聚合物负载钌催化的 β-酮酸酯的不对称氢化 

孔胜男    Abaid Ullah Malik    钱雪峰    舒谋海*    肖文德 
(上海交通大学化学化工学院  上海 200240) 

摘要  合成了一种手性 1,1'-联萘-2,2'-二苯膦(BINAP)功能化的多孔有机聚合物, 用碳固体核磁谱(13C CP/MAS NMR)、

磷固体核磁谱(31P CP/MAS NMR)、傅里叶变换红外光谱(FT-IR)、粉末 X 射线衍射(PXRD)、扫描电子显微镜(SEM)、

透射电子显微镜(TEM)、氮气吸附和热重分析(TG)对材料进行表征, 这个材料具有无定型的微孔结构. 与 Ru(II)络合后, 

复合材料 Ru/POP-BINAP 可非均相催化 β-酮酸酯的不对称氢化, 并表现出优良的催化活性、对映选择性和循环性. 

关键词  孔有机聚合物; 非均相催化; 不对称氢化; β-酮酸酯 

Asymmetric Hydrogenation of β-Keto Esters Catalyzed by Ruthenium 
Species Supported on Porous Organic Polymer 

Kong, Shengnan    Malik, Abaid Ullah    Qian, Xuefeng    Shu, Mouhai*    Xiao, Wende 
(School of Chemistry & Chemical Engineering, Shanghai Jiao Tong University, Shanghai 200240) 

Abstract  A porous organic polymer (POP) with chiral 2,2'-bis(diphenylphosphino)-1,1'-binaphthalene (BINAP) has been 
prepared and characterized by several techniques including 13C CP/MAS NMR, 31P CP/MAS NMR, fourier transform infrared 
spectroscopy, powder X-ray diffraction, scanning electron microscopy, transmission electron microscopy and nitrogen adsorp-
tion. The material exhibits amorphous microporous structure. After loading of ruthenium(II) species via coordination, the 
composite material Ru/POP-BINAP could be used as a heterogeneous catalyst for the asymmetric hydrogenation of β-keto 
esters with high activity, excellent enantioselectivity and recyclability. 
Keywords  porous organic polymer; heterogeneous catalysis; asymmetric hydrogenation; β-keto esters 

 

1  Introduction 

The achievement of enantiomerically pure chiral com-
pounds has attracted much attention because of its im-
portance in the synthesis of pharmaceuticals and chemi-
cals.[1] Although chiral compounds can be obtained by the 
separation from their racemic mixtures with excellent 
yields, this method is regarded as inefficient and expensive 
due to the production of undesired enantiomer. Inspired by 
the high enantioselectivity of enzymes in living organisms, 
asymmetric catalysis has been developed with great pro-
gress since the late 1960s.[2～4] Among the asymmetric ca-
talysis, heteroge- neous asymmetric catalysis has attracted 
more and more attention due to the advantages such as the 
easiness of the separation of the product and the recycling of 
the expensive catalysts containing the noble metals and the 
ligands. 

In most of the heterogeneous asymmetric catalysis sys-

tems, the catalytic units are normally immobilized onto the 
supporting materials. So far various materials have been 
employed as the supporting materials, such as silica,[5,6] 
dendrimers,[7,8] polymers,[9] nanoparticles[10] and met-
al-organic frameworks (MOFs).[11,12] Recently, the emer-
gence of porous organic polymers (POPs) provides a new 
platform for the heterogeneous asymmetric catalysis. 

Porous organic polymers (POPs),[13～15] including cova-
lent organic frameworks (COFs),[16 ～ 19] porous organic 
frameworks (POFs),[20] microporous organic networks 
(MONs) and conjugated microporous polymers (CMPs)[21] 

are constructed from well-designed organic building blocks 
by coupling or condensation reactions. POPs exhibit large 
surface area, low skeleton density, high thermal and chem-
ical stability as well as the poor solubility in water and 
common organic solvents. The structures of POPs could be 
flexibly designed and the pore size and surface area could 
be availably controlled. Therefore POPs have not only been 
applied in gas storage and separate,[22～24] electronics,[25] 
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light harvesting[26] and emitting,[27] but also been used as the 
supporting materials for heterogeneous catalysis.[16,28～31] 
POPs can be functionalized by grafting the chiral ligands 
onto the skeletons of the porous structures, and serve as the 
heterogeneous asymmetric catalyst after the composition 
with suitable metal ions. Cui and coworkers have reported 
the heterogeneous asymmetric conjugation addition cata-
lyzed by the metallized chiral robust diene-based porous 
organic frameworks (POFs),[32] and efficient and recyclable 
heterogeneous asymmetric addition catalyzed by α,α,α',α'- 
tetraaryl-1,3-dioxolane-4,5-dimethanol (TADDOL) func-
tionalized two-dimensional COFs in the presence of 
[Ti(OiPr)4].

[33] Wang and coworkers have reported the 
asymmetric Michael addition of nitro-alkenes to aldehydes 
in good to excellent yield with high enantioselectivity,[34] 
and high diastereoselectivity catalyzed by the Jørgensen- 
Hayashi catalyst embedded into a nanoporous polymer.[35] 
Furthermore, Jiang and coworkers have reported the met-
al-free heterogeneous organocatalysis of chiral COFs ma-
terials which display excellent activity, enantio-selectivity 
and recyclability.[36,37] Among chiral functional groups 
employed in asymmetric catalysts, so-called “privileged” 
chiral ligands such as 1-(2-hydroxynaphthalen-1-yl)naph- 
thalen-2-ol (BINOL), 2,2'-bis(diphenylphosphino)-1,1'-bi- 
naphthalene (BINAP), salen, bisoxazoline and TADDO-
Late, have been proven to be highly efficient to a wide range 
of different reactions.[38～40]  

The asymmetric hydrogenation of β-keto esters catalyzed 
by ruthenium complexes with chiral phosphine ligands has 
attracted much attention in both academia and industry. The 
original [RuX2(BINAP)] catalysts reported by Noyori and 
co-workers have particularly been useful for the reduction 
of β-keto esters.[41] From then BINAP was frequently used 
to explore new ways of developing heterogeneous asym-
metric catalysis. Lin et al.[42] reported novel chiral porous 

zirconium phosphonates for the highly enantioselective 
asymmetric hydrogenation of β-keto esters. Fan et al.[43] 
synthesized the first example of a thermomorphic system 
for asymmetric hydrogenation and liquid/solid separation of 
the chiral catalyst. Xiao et al.[44] presented a chiral 
cross-linked mesoporous polymer coordinated to a ruthe-
nium species as an efficient heterogeneous catalyst. Li et 
al.[39] reported chiral CMPs could be utilized as the asym-
metric hydrogenation of β-keto esters after coordination 
with ruthenium species. Ding et al.[45] synthesized one mi-
croporous polymers by Friedel-Crafts reaction, followed by 
loading a ruthenium species, the prepared catalysts could be 
applied for asymmetric hydrogenation. 

In this work, we describe the synthesis of a porous or-
ganic polymer functionalized with chiral BINAPO via 
copper-catalyzed alkyne-azide click reaction (CuAAC), as 
illustrated in Scheme 1. After the deoxidization, the chiral 
BINAP functionalized polymer could be composited with 
[Ru(p-cymene)Cl2]2. The final material could be used as an 
efficient heterogeneous catalyst for the asymmetric hydro-
genation of β-keto esters. 

1  Results and discussion 

1.1  Synthesis and characterization of POP-BINAPO 
and POP-BINAP 

Enantiomerically pure chiral BINAP has widely been 
used as chiral ligand in heterogeneous asymmetric catalysis 
by immobilizing it onto various materials for the asymmet-
ric catalysis.[39,41,44～50] Therefore it has been chosen as a 
functional building block for the synthesis of porous or-
ganic polymers (POPs) in this work. Inspired by the cop-
per-catalyzed alkyne-azide click reaction between tetra- 
(4-azidophenyl)methane and 1,4-dialkynylbenzene,[31] (S)- 
(4,4'-diethynyl-2,2'-bis(diphenylphosphino)-1,1'-binaph- 

 

P(O)Ph2

P(O)Ph2

N3

N3

N3

N3

Ph2P

Ph2P
Ph2(O)P

Ph2(O)P

N N
N

N

N
N

N

N

N

N

N

N

CuSO4, Sodium L-ascorbate
+

DMSO, H2O, 90 oC

HSiCl3

N,N-Dimethylaniline

= = =

 

Scheme 1  Synthesis and the deoxidation of the porous organic polymer, POP-BINAPO 
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thalene was chosen as the building block because of the 
similar linear structure to 1,4-dialkynylbenzene. The de-
sired material, POP-BINAPO was obtained with excellent 
yield by the click reaction between (S)-(4,4'-diethynyl-2,2'- 
bis(diphenylphosphino)-1,1'-binaphthalene and tetra-(4- 
azidophenyl)methane. After the reduction with trichloro- 
silane in the presence of N,N-dimethylaniline, POP-BINAP 
was obtained with a very good yield. 

In the 13C CP/MAS NMR spectra of the polymers (Figure 
1), signals in the range of δ 150～110 correspond to the aryl 
carbons of polymers. And there is nearly no signals at about 
δ 90, which indicates that the alkynyl group has been con-
sumed during the preparation of the polymers. 

 

Figure 1  Solid state 13C CP/MAS NMR spectra of POP-BIN- 
APO and POP-BINAP 

As show in Figure 2, POP-BINAPO exhibits a peak 
centered at about δ 29.6 ascribed to P ＝ O, while 
PCP-BINAP gives the signal at δ －14.6 attributed to the 
reduced phosphine. The asterisks denote the spinning 
sidebands. The NMR results show the successful synthesis 
of POP-BINAPO and reduction of BINAPO to BINAP by 
the post-synthesis modification method. 

 

Figure 2  Solid state 31P CP/MAS NMR spectra of POP- BIN-
APO and POP-BINAP. 

In the Fourier transform infrared spectra of POP-BIN- 
APO, N＝N stretch could be observed at 1600 cm－1, and  

C＝C stretch could be observed at 1631 cm－1, which indi-
cate the formation of the triazole ring. A strong peak could 
be observed at 1437 cm－1, which is ascribed to P＝O. In the 
FT-IR spectra of POP-BINAP, it is clear that the P＝O peak 
is very weak. The broad peak at ca. 3411 cm－1 is ascribed to 
water. These results further demonstrate the successful 
synthesis and reduction of the polymer, POP-BINAPO. 

In the thermogravimetric analysis patterns, the synthe-
sized polymers are stable up to 350 ℃. Their stabilities are 
very important for the supporting materials of the catalyst. 
The materials should be recycled without significant change 
of the structures and the decrease of the yields of the reac-
tions. The low stability of the supporting materials may lead 
to the collapse of their structures under the experimental 
conditions, and this may decrease or lose the activity of the 
catalysts. The slight weight loss at lower temperature (less 
than 350 ℃) may result from the loss of the absorbed sol-
vent. And the weight loss between 350 and 400 ℃ may 
come from the decomposition of the polymers with low 
molecular weight in materials at elevated temperatures 
under an N2 atmosphere.[51] The powder patterns X-ray 
diffraction of polymers indicates that the materials are 
amorphous. 

The N2 sorption isotherms were measured at 77 K, as 
shown in Figure 3a. The Brunauer-Emmett-Teller surface 
areas of POP-BINAPO and POP-BINAP are 326 and 316 
m2•g－1, respectively. The pore volume and the micropore 
volume of POP-BINAPO are 0.2612 and 0.1465 cm3•g－1, 
respectively. The total pore volume and micropore volume 
of POP-BINAP are 0.2622 and 0.1423 cm3•g－1, respec-
tively. The samples of POP-BINAPO and POP-BINAP 
gave only one sharp adsorption-desorption loop at low P/P0, 
indicating the existence of micropores in the materials. This 
could also be confirmed pore size distributions curves cal-
culated by density functional theory (DFT) method (Figure 
3b). The images of transmission electron microscopy 
(TEM) exhibit clear particles of the structures, although 
they stick together. And images of TEM also show that 
there are micropores inside the polymer, which is in ac-
cordance with the nitrogen adsorption isotherms.  
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Figure 3  Nitrogen adsorption isotherms (a) measured at 77 K 
and pore size distribution (b) of POP-BINAP and POP-BINAPO 
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1.2  Synthesis and characterization of Ru/POP- 
BINAP 

Ruthenium(II) ion can be loaded onto the material 
POP-BINAP via metal-ligand coordination. The ruthe- 
nium precursor, [Ru(p-cymene)Cl2]2 was coordinated with 
the POP-BINAP after stirring in methanol at 50 ℃ for 5 h. 
The chemical state of ruthenium in Ru/BINAP was deter-
mined by X-ray photoelectron spectroscopy (Figure 4). The 
Ru3p signal was chosen as the Ru3d peak strongly overlaps 
with the C1s. The binding energies at 462.86 and 484.80 eV 
for Ru/POP-bipy in Figure 4a correspond to RuII3p3/2 and 
RuII3p1/2, respectively.[52 ～ 55] In Figure 4b, the peaks at 
462.67 and 484.94 eV were also ascribed as RuII3p3/2 and 
RuII3p1/2, respectively. The little shift may resulted from the 
slight different chemical environments of Ru(II) after the 
reactions. 

 

Figure 4  XPS spectra of the Ru/POP-bipy (a) and new (b) after 
five cycles 

The inductive coupled plasma (ICP) emission spectrom-
eteranalyses show that ruthenium content of the catalyst. 
The ruthenium concentration in the composite Ru/POP- 
BINAP was 7.51 wt% before the catalyst reaction. While 
the content of Ru was 5.70 wt% after five times cycles. The 
decrease of catalytic activity may be resulted from the 
leaching of ruthenium during the reactions. The result of 
energy-dispersive X-ray spectroscopy (EDX) analysis for 
the Ru/POP-bipy catalyst was (wt%): C 77.08, N 2.10, O 
9.24, P 3.20, Ru 6.41, Cl 1.96. The EDX on TEM confirms 

the presence of Ru metal in catalysts, and its content is 
generally consistent with ICP, which approve that the ru-
thenium species are highly dispersed in the catalysts 

1.3  Catalytic performance of Ru/POP-BINAP 

To evaluate the catalytic activity of the ruthenium modi-
fied POP, Ru/POP-BINAP, ethyl benzoylacetate was cho-
sen as the model substrate for the asymmetric hydrogena-
tion reaction of β-keto esters, and the reaction conditions 
such as pressure, temperature and reaction time were opti-
mized (Table 1). Preliminary studies using the Ru/POP- 
BINAP catalytic system began with a solvent screen. Con-
sidering the most reported solvents for the hydrogenation 
reaction are alcohols, methanol and ethanol have been 
chosen as the solvents for the reaction.[12,39,42,56] 

Table 1  Optimization of reaction conditions for asymmetric 
hydrogenation a 

 

Entry p/MPa T/℃ t/h Solvent Yieldb/% Conv./% eec/%

1 2 85 20 EtOH 98 100 81 
2 1 85 20 EtOH 64 73 61 
3 3 85 20 EtOH 95 100 77 
4 2 75 20 EtOH 83 91 71 
5 2 95 20 EtOH 97 100 73 
6 2 85 15 EtOH 76, 75d 85, 85d 80, 80d

7 2 85 25 EtOH 98 100 79 
8 2 85 20 MeOH 82, 14e 100 83, 80e

a Reaction condition: substrate (1 mmol) in ethanol (1 mL), substrate/cata-  
lyst＝200 (molar ratio). b Isolated yield. c Determined by HPLC using a Chiral 
OD-column. d The same reaction time was tried for another time. e Product of 
transterification: (S)-methyl 3-hydroxy-3-phenylpropanoate. 

Product of transterification was observed when methanol 
was used as the solvent,[56] while excellent yield and ee 
value were obtained when ethanol was used as the solvent, 
therefore ethanol was selected to perform the hydrogena-
tion. We first performed the hydrogenation under different 
pressure (1, 2 and 3 MPa) at the temperature of 80 ℃ 
(Table 1, Entries 1～3). The results of lower ee values and 
yield illustrated that lower or higher pressure may have a 
negative influence on the enantioselectivity and conversa-
tion, especially for lower H2 pressure. We next selected the 
temperature of the reaction (Entries 4, 5). It was observed 
that the conversation of the reaction decreased to 91% when 
the reaction temperature changed to 75 ℃, the conversation 
reached 100% when the temperature increased to 95 ℃, but 
the ee values decreased when the reaction temperature was 
at 75 ℃ or 95 ℃, therefore the best reaction temperature 
was at 85 ℃. Taking into account that the reaction time may 
affect the outcome of the hydrogenation, and the reaction 
were performed under different reaction time. The effect of 
different reaction time was investigated at 85 ℃ (Entries 6 
and 7). By shortening the reaction time to 15 h, the con-
versation of the reaction decreased to 85%, while prolong-
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ing the time to 25 h, the conversation of the reaction reached 
100%. The ee values did not change significantly when the 
reaction time changed to 15 h or 25 h. It indicated that 20 h 
is the suitable time for the reaction. 

The Ru/POP-BINAP catalytic system exhibited complete 
conversions and high enantioselectivities at 85 ℃ under H2 
pressure of 2 MPa in ethanol. Various β-ketoesters could be 
converted into the corresponding chiral alcohol with ex-
cellent yields and the enantiomeric excess value is as high 
as 92% (Table 2). Ru/POP- BINAP is applicable to a wide 
range of substrates with good electronic and steric toler-
ance, the yields are excellent and the ee values are in the 
range of 76%～81% (Table 2, Entries 1～5). The results are 
close to the reported enantiomeric excess values for the 
reac- tions.[6,43,57] The enantiomeric excess values increased 
to 88%～92% when ethyl 3-oxo-4-phenylbutanoate and the 
derivatives were used as the substrates (Entry 6～13). The 
lower enantioselectivitiy of catalyst system for ethyl ben-
zoylacetate and its derivatives maybe result from the weak 
π-π stack between the phenyl group of ethyl benzoylacetate 
and a phenyl group from BINAP. This week π-π stack could 
form and stabilize an unfavorable transition state, and leads 
to the decrease of the enantiomeric excess for ethyl ben-
zoylacetate and its derivatives.[57] But for ethyl 3-oxo-4- 
phenylbutanoate and its derivatives, the π-π stack may not 
be easy to form, and it is propitious to increase the enan-
tiomeric excess values. 

Table 2  Asymmetric hydrogenation of β-keto esters catalyzed 
by Ru/POP-BINAP a 

 

Entry 1 R Yieldb/% eec/% 

1 1a Ph 98 81 
2 1b 2-ClC6H4 92 76 
3 1c 3-CH3C6H4 99 80 
4 1d 2-CH3C6H4 98 81 
5 1e 4-CH3C6H4 98 76 
6 1f PhCH2 99 89 
7 1g 4-F-C6H4CH2 96 92 
8 1h 2-F-C6H4CH2 95 92 
9 1i 4-MeOC6H4CH2 95 88 
10 1j 3-MeOC6H4CH2 98 89 
11 1k 4-CH3C6H4CH2 98 89 
12 1l 4-ClC6H4CH2 94 89 
13 1m 4-CF3C6H4CH2 99 89 
14 1n CH3 99 96 
15 1p (CH3)2CH 99 92 

a Reaction condition: substrate (1 mmol) in ethanol (1 mL), substrate/cata-  
lyst＝200 (molar ratio), 2 MPa H2, 85 ℃, 20 h. b Isolated yield, conversion: 
100%. c Determined by HPLC using a Chiral OD-column. 

For the recycling ability (Figure 5), ethyl benzoylacetate 
was selected as the substrate. In the first four cycles, the 
yields and the enantiomeric excess values are nearly stable. 
But the yield and the enantiomeric excess value decreased 

in the fifth cycle. The decrease of the catalytic activity and 
enantiomeric selectivity of the Ru/POP-BINAP catalytic 
system may be due to the unknown change of the microen-
vironment of the activity center during the catalytic proce-
dures.[39] During the recycling of the catalyst, the chiral 
phos- phorous ligands maybe partly oxidized and leading to 
the leaching of ruthenium, which could be a possible deac-
tivation reason based on ICP analysis.  
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Figure 5  Effect of Ru/POP-BINAP recycling on the yield and 
ee of hydrogenation of ethyl benzoylacetate. 

2  Conclusions 

In summary, a porous organic polymer with BINAPO 
group has been synthesized by “click- based” reaction and 
reduced to BINAP using postsynthesis modification meth-
od. The materials have been charac- terized by several an-
alytical techniques such as NMR, FT-IR, XRD, nitrogen 
absorption, thermogravimetric analysis, scanning electron 
microscopy, and trans- mission electron microscopy. After 
the modification with ruthenium(II) species, the composite 
material Ru/POP-BINAP exhibited excellent catalytic ac-
tivities and enantioselectivities for the asymmetric hydro- 
genation reaction of β-keto esters. Ru/POP-BINAP can be 
reused four cycles without significant loss of the catalytic 
activities and enantioselectivitiy. 

3  Experimental section 

3.1  Materials 

(S)-( － )-2,2'-Bis(diphenylphosphinyl)-1,1'-binaphthale- 
ne ((S)-BINAPO), 2-methyl-3-butyn-2-ol, Pd(PPh3)4, tri-
chlorosilane (HSiCl3), and [Ru(p-cymene)Cl2]2 were pur-
chased from Sahn chemical technology (Shanghai) Co., Ltd 
(China). L-Sodium ascorbate was purchased from Al-
fa-Aesar (USA). Other reagents were obtained from 
Shanghai Ling Feng Chemical Reagent Co., Ltd (China). 
(S)-4,4'-Dibromo-2,2'-bis(diphenylphosphino)-1,1'-binaph- 
thalene[58] and tetra(4-azidophenyl)methane[59] were pre-
pared according to the literature methods. All solvents were 
dried by the standard methods before use. 

3.2  Characterizations 

Nitrogen isotherms were measured at 77 K using a 
Quantachrome Nova 4200 E Porosimeter. The samples 
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were outgassed at 150 ℃ for 20 h. The specific surface area, 
pore size, pore volume and pore distribution were calculated 
by the Nonlocal Density Function Theory (NLDFT). FT-IR 
spectra were performed on a Perkin- Elmer Paragon 1000 
spectrometer in the range 4000～400 cm－1. The 31P MAS 
NMR spectra were recorded at 161.97 MHz using 4-mm 
MAS probe with a spinning rate of 10 kHz, 256 scans, a 
recycle delay of 2 s and a contact time of 1 ms. The chem-
ical shifts were referenced to the phosphoric acid solution at 
δ 0. 13C CP/MAS NMR were recorded at 100.62 MHz using 
4-mm MAS probe with a spinning rate of 10 kHz, 2048 
scans, a recycle delay of 2 s and a contact time of 1 ms. The 
chemical shifts were referenced to the adamantine with the 
up-field methane peak at δ 29.5. Powder X-ray diffraction 
patterns were conducted on a Rigaku D/MAX-2200/PC. 
Scanning electron microscopy (SEM) was performed using 
JSM-7401F instrument. High- resolution transmission 
electron microscope (HR-TEM) images were taken on a 
JEOLJEM-3010 microscope operating at 200 kV. Ther-
mogravimetric analysis (TGA) was recorded using a Pyris 1 
TGA, and the samples were heated from 50 ℃ to 800 ℃ 
at the rate of 20 ℃/min in nitrogen atmosphere. The loading 
and the leaching of ruthenium(II) ion were detected by 
inductively coupled plasma-atomic emission spectro- metry 
(ICP-AES, iCAP 6000 Radial). 

3.3  Synthesis 

3.3.1  Synthesis of (S)-(4,4'-bis(3-hydroxy-3-methyl- 
but-1-yn-1-yl)-2,2'-bis(diphenylphosphinyl)-1,1'-bina- 

phthalene) 

(S)-4,4'-Dibromo-2,2'-bis(diphenylphosphinyl)-1,1'-bi-  
naphthalene (4.855 g, 6.0 mmol), CuI (0.096 g, 0.50 mmol), 
Pd(PPh3)4 (0.361 g, 0.31 mmol) and 2-methyl-3- butyn-2-ol 
(1.75 mL, 18.06 mmol) were added in a 250 mL of Schlenk 
flask. The flask was degassed and purged with nitrogen 
three times before addition of freshly distilled and degassed 
triethylamine (Et3N) (100 mL). The resulting mixture was 
refluxed overnight under stirring. After cooling to room 
temperature, the resultant precipitate was filtered off, and 
then Et3N was removed under vacuum. The crude product 
was purified by column chromatography using ethyl ace-
tate/ petroleum ether (V∶V＝2∶1) as the eluent. The 
product was obtained as a light yellow solid,[60] yield 3.869 
g (79%). m.p. 263 ℃ (dec.); 1H NMR (400 MHz, CDCl3) 
δ: 8.25 (d, J＝8.4 Hz, 2H), 7.71～7.66 (m, 4H), 7.59～7.56 
(d, J＝12 Hz, 2H), 7.44～7.37(m, 10H), 7.30～7.22 (m, 
8H), 6.82～6.68 (m, 4H), 1.71 (s, 12H); 13C NMR (101 
MHz, CDCl3) δ: 143.2, 132.6, 132.5, 132.1, 131.3, 128.4, 
128.3, 128.2, 128.0, 127.4, 126.4, 126.0, 99.9, 80.1, 65.9, 
31.7; 31P NMR (162 MHz, CDCl3) δ: 28.10. 

3.3.2  Synthesis of (S)-(4,4'-diethynyl-2,2'-bis(diphe- 
nylphosphino)-1,1'-binaphthalene) 

In a 250 mL of round flask, (S)-(4,4'-bis(3-hydroxy- 
3-methyl-but-1-yn-1-yl)-2,2'-bis(diphenylphosphino)-1,1'-
binaphthalene) (5.129 g, 6.26 mmol) was dissolved in tol-
uene (100 mL), powdered KOH (1.682 g, 30.0 mmol) was 
added to the flask and the mixture was refluxed under stir-

ring for 1 h. After cooling to room temperature, the mixture 
was filtered and the solvent was removed under vacuum. 
The crude product was purified by column chromatography 
using ethyl acetate/petroleum ether/dichloromethane (V∶
V∶V＝2∶5∶1) as the eluent. The product was obtained 
as a light yellow solid,[60] yield 2.277 g (52%). m.p. 285 ℃ 
(dec.); 1H NMR (400 MHz, CDCl3,) δ: 8.34 (d, J＝8.4 Hz, 
2H), 7.71～7.66 (m, 6H), 7.46～7.37 (m, 10H), 7.30～7.22 
(m, 8H), 6.84～6.75 (m, 4H), 3.46 (s, 2H); 13C NMR (101 
MHz, CDCl3) δ: 143.6, 134.3, 134.0, 133.2, 132.9, 132.6, 
132.5, 132.1, 131.8, 131.5, 131.3, 129.7, 128.7, 128.3, 
128.2, 128.1, 127.4, 126.6, 126.1, 119.8, 83.0, 81.7; 31P 
NMR (162 MHz, CDCl3) δ: 28.94. 

3.3.3  Synthesis of porous organic polymer (POP) with 
BINAPO (POP-BINAPO) 

In a 100 mL of Schlenk flask, tetra(4-azidophenyl)me- 
thane (147 mg, 0.30 mmol), (S)-(4,4'-diethynyl-2,2'-bis- 
(diphenylphosphino)-1,1'-binaphthalene) (422 mg, 0.60 
mmol), CuSO4•5H2O (60 mg, 0.24 mmol) and L-sodium 
ascorbate (52 mg, 0.26 mmol) were dissolved in DMSO (50 
mL) and water (3 mL). The mixture was degassed by three 
evacuation/nitrogen fill cycles and stirred at 90 ℃ for 3 d. 
After cooling to room temperature, the resulting yellow 
solid was collected by filtration and washed with water 
three times. The isolated solid was suspended in water (50 
mL), to which EDTA-2Na (745 mg, 2 mmol) was added, the 
mixture was stirred at room temperature for 12 h, and the 
solid was collected by filtration. The solid was treated with 
EDTA-2Na for another two times in the same procedure. 
The solid was collected by filtration, washed sequentially 
with water, N,N-dimethylformamide (DMF) and methanol, 
dried under vacuum. The material was further purified by 
Soxhlet extraction in a mixture of dichloromethane/me- 
thanol/THF/acetone (V∶V∶V∶V＝1∶1∶1∶1) for 2 d, 
and dried under vacuum. POP- BINAPO was obtained as a 
yellow solid,[61] yield 533 mg (94%). 

3.3.4  Preparation of POP with BINAP (POP-BIN-AP) 

POP-BINAP was synthesized by the deoxidization of 
POP-BINAPO, the detailed process can be described as 
follows. A 100 mL of three-necked round flask was 
equipped with a thermometer, a reflux condenser and a 
constant pressure dropping funnel. The flask was vacuumed 
and purged with nitrogen three times, and then 
POP-BINAPO (707 mg), N,N-dimethylaniline (2 mL) and 
freshly distilled and degassed toluene (35 mL) were added 
to the flask. Then trichlorosilane (1.5 mL, dissolved in 10 
mL toluene) was added dropwise with care using dropping 
funnel. The mixture was stirred at room temperature for half 
an hour and refluxed under stirring for 20 h. The reaction 
mixture was cooled to 0 ℃ in an ice-water bath, to which 25 
mL of degassed 10% NaOH (aq.) was added and stirred for 
half an hour. The solid was isolated by filtration, washed 
with degassed water for three times followed by degassed 
dichloromethane, and dried under vacuum. POP-BINAP 
was obtained as a yellow-brown powder,[12] yield 690 mg.  

CAUTION: All the procedures during the preparation of 
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POP-BINAP should be operated under nitrogen atmos-
phere. The tail gas was inflammable and should be handled 
with great care. 

3.4  Asymmetric hydrogenation 

[Ru(p-cymene)Cl2]2 (6.1 mg, 0.01 mmol) and POP- 
BINAP (21.2 mg, 0.022 mmol) were added in a 25 mL of 
Schlenk tube. The tube was evacuated and purged with 
nitrogen three times before addition of freshly distilled and 
degassed methanol (4 mL). The mixture was heated at 50 ℃ 
for 5 h, cooled to room temperature. Then the solvent was 
removed under reduced pressure to get the catalyst 
Ru/POP-BINAP as a brownish solid. The resultant catalyst 
was equally put into four vials (6.5 mg each) containing 
substrate (1.0 mmol) in degassed ethanol (1 mL), then the 
vials were taken into an autoclave. The autoclave was 
purged with hydrogen and the finally pressure was main-
tained to 2 MPa and stirred the mixture at 85 ℃ for 20 h. 
After cooling to ambient temperature and release of the 
hydrogen with care, the autoclave was opened and the sol-
vent was removed by evaporation. The products were puri-
fied by column chromatography of silica gel eluting with 
ether/ethyl acetate (V∶V＝50∶1). The enantiomeric ex-
cess values (ee) were determined by HPLC. 

(S)-Ethyl-3-hydroxy-3-phenylpropanoate (2a):[62] Opti-
cal purity is determined by HPLC with a ChiralCel OD-H 
column: 25 ℃; V(Hexane)/V(i-PrOH)＝90/10; flow rate＝
1.0 mL/min; 210 nm; tmajor＝12.0 min,  tminor＝8.2 min; ee
＝80%. 1H NMR (400 MHz, CDCl3) δ: 7.40～7.27 (m, 5H), 
5.14 (dd, J＝8.8, 4.0 Hz, 1H), 4.19 (q, J＝7.2 Hz, 2H), 
2.77～2.72 (m, 2H), 1.27 (t,  J＝7.2 Hz, 3H); 13C NMR 
(101 MHz, CDCl3) δ: 172.6, 142.6, 128.6, 127.9, 125.8, 
70.4, 61.0, 43.4, 14.3.  

(S)-Methyl-3-hydroxy-3-phenylpropanoate: Optical pu-
rity is determined by HPLC with a ChiralCel OD-H column: 
25 ℃ ; V(Hexane)/V(i-PrOH) ＝ 90/10; flow rate ＝ 1.0 
mL/min; 210 nm; tmajor＝16.8 min, tminor＝10.5 min; ee＝
80%. 1H NMR (400 MHz, CDCl3) δ: 7.39～7.27 (m, 5H), 
5.14 (dd, J=9.2, 4.0 Hz, 1H), 3.72 (s, 3H), 2.81～2.68 (m, 
2H); 13C NMR (101 MHz, CDCl3) δ: 172.9, 142.6, 128.7, 
128.0, 125.8, 70.4, 52.0, 43.3. 

(S)-Ethyl-3-(2-chlorophenyl)-3-hydroxypropanoate 
(2b):[62] Optical purity is determined by HPLC with a Chi-
ralCel OD-H column: 25 ℃; V(Hexane)/V(i-PrOH) ＝
90/10; flow rate＝1.0 mL/min; 210 nm; tmajor＝13.4 min, 
tminor＝6.7 min; ee＝76%. 1H NMR (400 MHz, CDCl3) δ: 
7.64～7.62 (dd, J＝16, 7.6 Hz, 1H), 7.34～7.29 (m, 2H), 
7.26～7.20 (m, 1H), 5.49 (dd, J＝9.6, 2.4 Hz, 1H), 4.20 (q, 
J＝7.2 Hz, 2H), 2.86 (m, 1H), 2.58 (dd, J＝16.4, 9.6 Hz, 
1H), 1.28 (t, J＝7.2 Hz, 3H); 13C NMR (101 MHz, CDCl3) 
δ: 172.7, 139.9, 131.5, 129.5, 128.9, 127.3, 127.2, 67.1, 
61.1, 41.5, 14.3. 

(S)-Ethyl-3-hydroxy-3-(m-tolyl)propanoate (2c):[62] Op-
tical purity is determined by HPLC with a ChiralCel OD-H 
column: 25 ℃; V(Hexane)/V(i-PrOH)＝90/10; flow rate＝
1.0 mL/min; 210 nm; tmajor＝9.7 min, tminor＝7.2 min; ee＝
80%. 1H NMR (400 MHz, CDCl3) δ: 7.26～7.21 (t, J＝7.6 

Hz, 2H), 7.17～7.09 (dd, J＝25.2, 7.6 Hz, 2H), 5.10 (dd,   
J＝8.8, 4.0 Hz, 1H), 4.19 (q, J＝7.2 Hz, 2H), 2.72 (m, 2H) , 
2.36 (s, 3H), 1.27 (t, J＝7.2 Hz, 3H); 13C NMR (101 MHz, 
CDCl3) δ: 172.6, 142.5, 138.4, 128.7, 128.6, 126.5, 122.8, 
70.5, 61.0, 46.4, 43.4, 21.6, 14.3. 

(S)-Ethyl-3-hydroxy-3-(o-tolyl)propanoate (2d):[62] Op-
tical purity is determined by HPLC with a ChiralCel OD-H 
column: 25 ℃; V(Hexane)/V(i-PrOH)＝90/10; flow rate＝
1.0 mL/min; 210 nm; tmajor＝12.5 min, tminor＝8.0 min; ee＝
81%. 1H NMR (400 MHz, CDCl3) δ: 7.51 (d, 1H), 7.24～
7.13 (m, 3H), 5.36 (dd, J＝8.8, 3.6 Hz, 1H), 4.21 (q, J＝7.2 
Hz, 2H), 2.67 (m, 2H), 2.35 (s, 3H), 1.29 (t, J＝7.2 Hz, 3H); 
13C NMR (CDCl3) δ: 172.8, 140.6, 134.4, 130.6, 127.7, 
126.5, 125.3, 67.1, 61.1, 42.2, 19.1, 14.3. 

(S)-Ethyl-3-hydroxy-3-(p-tolyl)propanoate (2e):[62] Op-
tical purity is determined by HPLC with a ChiralCel OD-H 
column: 25 ℃; V(Hexane)/V(i-PrOH)＝98/2; flow rate＝
0.3 mL/min; 210 nm; tmajor＝57.8 min, tminor＝54.4 min;   
ee＝76%. 1H NMR (400 MHz, CDCl3) δ: 7.26 (d, J＝8.0 
Hz, 2H), 7.16 (d, J＝8.0 Hz, 2H), 5.10 (dd, J＝9.0, 3.6 Hz, 
1H), 4.18 (q, J＝7.2 Hz, 2H), 2.79～2.70 (m, 2H), 2.34 (s, 
3H), 1.26 (t, J＝6.8 Hz, 3H); 13C NMR (101 MHz, CDCl3) 
δ: 172.6, 139.7, 137.6, 129.3, 125.7, 70.3, 61.0, 43.4, 21.3, 
14.3. 

(S)-Ethyl-3-hydroxy-4-phenylbutanote (2f):[63] Optical 
purity is determined by HPLC with a ChiralCel OD-H 
column: 25 ℃; V(Hexane)/V(i-PrOH)＝90/10; flow rate＝
1.0 mL/min; 210 nm; tmajor＝8.8 min, tminor＝7.2 min; ee＝
89%. 1H NMR (400 MHz, CDCl3) δ: 7.33～7.21 (m, 5H), 
4.30～4.24 (m, 1H), 4.19～4.13 (q, J＝7.2 Hz, 2H), 2.90～
2.85 (dd, J＝13.6, 7.2 Hz, 1H), 2.79～2.74 (dd, J＝13.6, 
6.4 Hz, 1H), 2.53～2.42 (m, 2H), 1.26 (t, J＝7.2 Hz, 3H); 
13C NMR (101 MHz, CDCl3) δ: 172.9, 137.8, 129.6, 128.7, 
126.7, 69.2, 60.9, 43.0, 40.6, 14.3. 

(S)-Ethyl-4-(4-fluorophenyl)-3-hydroxybutanoate (2g): 
Optical purity is determined by HPLC with a ChiralCel 
OD-H column: 25 ℃; V(Hexane)/V(i-PrOH)＝90/10; flow 
rate＝1.0 mL/min; 210 nm; tmajor＝8.2 min, tminor＝6.6 min; 
ee＝92%. 1H NMR (400 MHz, CDCl3) δ: 7.20～7.16 (m, 
2H), 6.99 (m, 2H), 4.25～4.20 (m, 1H), 4.16 (q,   J＝7.2 
Hz, 2H), 2.78 (m, 2H), 2.46 (m, 2H), 1.26 (t, J＝7.2 Hz, 
3H); 13C NMR (101 MHz, CDCl3) δ: 172.8, 161.9 (q,  J＝
243.1 Hz, 1C), 133.5 (q, J＝3.2 Hz, 1C), 131.0 (q, J＝7.8 
Hz, 1C), 115.4 (q, J＝21 Hz, 1C), 69.1, 60.9, 42.1, 40.1, 
14.3; MS (MALDI-TOF) calcd for C12H15FO3Na [M＋  
Na]＋: 249.0903, found 249.0915. 

(S)-Ethyl-4-(2-fluorophenyl)-3-hydroxybutanoate (2h): 
Optical purity is determined by HPLC with a ChiralCel 
OD-H column: 25 ℃; V(Hexane)/V(i-PrOH)＝90/10; flow 
rate＝1.0 mL/min; 210 nm; tmajor＝8.8 min, tminor＝6.5 min; 
ee＝92%. 1H NMR (400 MHz, CDCl3) δ: 7.27～7.19 (m, 
2H), 7.10～7.01 (m, 2H), 4.30 (m, 1H), 4.16 (q, J＝7.2 Hz, 
2H), 3.04 (s, 1H), 2.87 (m, 2H), 2.55～2.43 (m, 2H), 1.26 (t, 
J＝7.2 Hz, 3H); 13C NMR (101 MHz, CDCl3) δ: 172.9, 
161.4 (q, J＝243.6 Hz, 1C), 132.0 (q, J＝4.6 Hz, 1C), 128.5 
(q, J＝8.1 Hz, 1C), 124.8 (q, J＝15.6 Hz, 1C), 124.2 (q,   
J＝3.6 Hz, 1C), 115.5 (q, J＝22.1 Hz, 1C), 68.1, 60.9, 40.5, 
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36.0, 14.3; MS (MALDI-TOF) calcd for C12H15FO3Na   
[M＋Na]＋: 249.0903, found 249.0908. 

(S)-Ethyl-3-hydroxy-4-(4-methoxyphenyl)butanoate 
(2i):[63] Optical purity is determined by HPLC with a Chi-
ralCel OD-H column: 25 ℃; V(Hexane)/V(i-PrOH) ＝
90/10; flow rate＝1.0 mL/min; 210 nm; tmajor＝10.9 min, 
tminor＝8.5 min; ee＝88%. 1H NMR (400 MHz, CDCl3) δ: 
7.14 (d, J＝8.8 Hz, 2H), 6.85 (d,  J＝8.8 Hz, 2H), 4.24～
4.20 (m, 1H), 4.18～4.13 (q, J＝7.2 Hz, 2H), 3.79 (s, 3H), 
2.83～2.68 (m, 2H), 2.54～2.38 (m, 2H), 1.26 (t, J＝7.2 
Hz, 3H); 13C NMR (101 MHz, CDCl3) δ: 172.9, 158.4, 
130.5, 129.7, 114.1, 69.3, 60.9, 55.4, 42.1, 40.6, 14.3. 

(S)-Ethyl-3-hydroxy-4-(3-methoxyphenyl)butanoate 
(2j): Optical purity is determined by HPLC with a ChiralCel 
OD-H column: 25 ℃; V(Hexane)/V(i-PrOH)＝90/10; flow 
rate＝1.0 mL/min; 210 nm; tmajor＝10.9 min, tminor＝9.2 
min; ee＝89%. 1H NMR (400 MHz, CDCl3) δ: 7.25～7.21 
(t, J＝7.6 Hz, 1H), 6.82～6.77 (m, 3H), 4.30～4.23 (m, 
1H), 4.18～4.13 (dd, J＝14, 7.2 Hz, 2H), 3.80 (s, 3H), 
2.88～2.82 (m, 1H), 2.76～2.72 (m, 1H), 2.50～2.44 (m, 
2H), 1.26 (t,  J＝7.2 Hz, 3H); 13C NMR (101 MHz, CDCl3) 
δ: 172.9, 159.8, 139.3, 129.6, 121.9, 115.2, 112.1, 69.1, 
60.9, 55.3, 43.1, 40.6, 14.3. MS (MALDI-TOF) calcd for 
C13H18O4Na [M＋Na]＋: 261.1103, found 261.1114. 

(S)-Ethyl-3-hydroxy-4-(p-tolyl)butanoate (2k): Optical 
purity is determined by HPLC with a ChiralCel OD-H 
column: 25 ℃; V(Hexane)/V(i-PrOH)＝90/10; flow rate＝
1.0 mL/min; 210 nm; tmajor＝7.8 min, tminor＝6.4 min; ee＝
89%. 1H NMR (400 MHz, CDCl3) δ: 7.11 (s, 4H), 4.27～
4.20 (m, 1H), 4.18～4.13 (q, J＝7.2 Hz, 2H), 2.86～2.80 
(dd, J＝13.6, 7.2 Hz,1H), 2.75～2.70 (dd, J＝13.6, 6 Hz, 
1H), 2.49～2.43 (m, 2H), 2.33 (s, 3H), 1.26 (t, J＝7.2 Hz, 
3H); 13C NMR (101 MHz, CDCl3) δ: 200.9, 167.3, 137.1, 
130.2, 129.7, 129.5, 61.5, 49.8, 48.3, 21.2, 14.2. MS 
(MALDI-TOF) calcd for C13H18O3Na [M ＋ Na] ＋ : 
245.1154, found 245.1160. 

(S)-Ethyl-4-(4-chlorophenyl)-3-hydroxybutanoate 
(2l):[64] Optical purity is determined by HPLC with a Chi-
ralCel OD-H column: 25 ℃; V(Hexane)/V(i-PrOH) ＝
90/10; flow rate＝1.0 mL/min; 210 nm; tmajor＝9.8 min, 
tminor＝6.9 min; ee＝89%. 1H NMR (400 MHz, CDCl3) δ: 
7.29～7.26 (m, 2H), 7.16 (d, J＝8.4 Hz, 2H), 4.26～4.21 
(m, 1H), 4.19～4.13 (q, J＝7.2 Hz, 2H), 2.85～2.80 (dd,   
J＝13.6, 7.2 Hz, 1H), 2.76～2.71 (m, 1H) , 2.48～2.40 (m, 
2H), 1.26 (t, J＝7.2 Hz, 3H); 13C NMR (101 MHz, CDCl3) 
δ: 127.8, 136.3, 132.6, 130.9, 128.7, 68.9, 61.0, 42.2, 40.5, 
14.3. 

(S)-Ethyl-3-hydroxy-4-(4-(trifluoromethyl)phenyl)buta-
noate (2m): m.p. 32.1～34.3 ℃; Optical purity is deter-
mined by HPLC with a ChiralCel OD-H column: 25 ℃; 
V(Hexane)/V(i-PrOH)＝90/10; flow rate＝1.0 mL/min; 210 
nm; tmajor＝9.7 min, tminor＝6.1 min; ee＝89%. 1H NMR 
(400 MHz, CDCl3) δ: 7.57 (d, J＝8.4 Hz, 2H), 7.35 (d, J＝8 
Hz, 2H), 4.31～4.25 (m, 1H), 4.19～4.14 (q, J＝7.2 Hz, 
2H), 2.92～2.82 (m, 2H), 2.54～2.43 (m, 2H), 1.27 (t, J=7.2 
Hz, 3H); 13C NMR (101 MHz, CDCl3) δ: 172.8, 142.1, 
129.9, 129.1 (q, J＝32.2 Hz, 1C), 125.5 (q, J＝3.7 Hz, 1C), 

124.2 (q, J＝270.1 Hz, 1C), 68.7, 61.0, 42.7, 40.6, 14.3; MS 
(MALDI-TOF) calcd for C13H15F3O3Na [M ＋ Na] ＋ : 
299.0871, found 299.0880. 

(S)-Ethyl-3-hydroxybutanoate (2n): Optical purity is 
determined by HPLC with a ChiralCel OD-H column: 
25 ℃; V(Hexane)/V(i-PrOH) ＝ 95/5; flow rate ＝ 1.0 
mL/min; 230 nm; tmajor＝9.3 min, tminor＝7.0 min; ee＝96%. 
1H NMR (400 MHz, CDCl3) δ: 4.21～4.11 (m, 3H), 3.68 (s, 
3H), 2.49～2.42 (m, 2H), 1.20 (d, J＝6.4 Hz, 3H); 13C 
NMR (101 MHz, CDCl3) δ: 173.0, 64.3, 76.8, 64.3, 60.8, 
42.9, 22.5, 14.3. 

(S)-Methyl-3-hydroxy-4-methylpentanoate (2p): Optical 
purity is determined by HPLC with a ChiralCel OD-H 
column: 25 ℃; V(Hexane)/V(i-PrOH)＝97/3; flow rate＝
0.8 mL/min; 210 nm; tmajor＝12.2 min, tminor＝7.6 min; ee＝
92%. 1H NMR (400 MHz, CDCl3) δ: 4.16 (q, J＝7.2 Hz, 
2H), 3.79～3.74 (m, 1H), 2.64 (s, 1H), 2.51～2.35 (m, 2H), 
1.74～1.65 (m, 1H), 1.26 (t,  J＝7.2 Hz, 3H), 0.92 (dd, J＝
11.2, 6.8 Hz, 6H); 13C NMR (101 MHz, CDCl3) δ: 173.7, 
72.8, 60.8, 38.6, 33.3, 18.2 (d, J＝56.9 Hz, 1C), 14.3. 

For recycling the catalyst, the catalyst was separated by 
centrifugation (performed in a glovebox), washed with 
ethanol for 3 times under N2 and dried under vacuum (using 
standard Schlenk-type techniques), the catalyst was col-
lected and used for the next cycle. 

 
Supporting Information  Fourier transform infrared 
spectra, powder patterns of X-ray diffraction, images of 
Scanning Electron Microscopy and Transmission Electron 
Microscopy of the materials POP-BINAPO and POP- 
BINAP, 1H NMR and 13C NMR spectra for all products 
associated with this article. The Supporting Information is 
available free of charge via the Internet at http://sioc- 
journal.cn 
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